
 

 

The following report describes the ability of MAXR 200 to operate at a lower 
torque force during a progressively applied load (Falex Pin & "V" Block Test, 
ASTM D-3233 Mod B). Testing was conducted by Petro Lubricant Test 

The testing described was conducted on the predecessor of the 
"MAXR" brand lubrication technology, called "Synergyn Gold". 
The "MAXR" brand uses the same lubrication technology as 
"Synergyn Gold", with adjustments done to several formulations 
to further enhance it's performance capabilities for different applications.

MAXR 200 - Torque at Applied Load Report

Laboratories Inc. as part of the Old Dominion University study.





*excerpted from the "Old Dominion University" report regarding "Synergyn Gold"



*The Shell (10W-30 only) oil sample and the  (MAXR 200) treated oil sample were tested seperatly.

*The Shell (10W-30 only) oil sample failed; then MAXR 200 was added to the failed oil sample and tested again!

*excerpted from the "Old Dominion University" report regarding "Synergyn Gold"




